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APÉNDICE A
DISTRIBUCIÓN DE TAMAÑO DE PARTÍCULA DE LAS MUESTRAS DE ARCILLAS DE LA PSE
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[image: image7.emf]  Particle Size Distribution
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MUESTRA B5
[image: image9.emf]  Particle Size Distribution
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[image: image11.emf]  Particle Size Distribution
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MUESTRA B7
[image: image13.emf]  Particle Size Distribution
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MUESTRA B8
[image: image15.emf]  Particle Size Distribution
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MUESTRA X1
[image: image17.emf]  Particle Size Distribution
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MUESTRA X2
[image: image19.emf]  Particle Size Distribution
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MUESTRA X3
[image: image21.emf]  Particle Size Distribution
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MUESTRA X4
[image: image23.emf]  Particle Size Distribution
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MUESTRA Y1
[image: image25.emf]  Particle Size Distribution
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APÉNDICE B
MICROGRAFÍAS DE LAS MUESTRAS DE ARCILLAS DE LA PSE
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APÉNDICE C
DIFRACTOGRAMAS DE FRACCIÓN ARCILLA
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ANÁLISIS TÉRMICO DE LAS MUESTRAS DE ARCILLA
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APÉNDICE E

ESPECTROS DE INFRARROJO DE LAS MUESTRAS DE ARCILLA
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